
Visit our web page at www.loganrawmaterials.com to view all our receiving information, including RSI Performance document.

Vendor Rating, All Vendors 2005 QTR 1
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Chemical Samples Included - 1.0 Correct Purchase Order - 2.0 Correct Producer - 2.0 Correct Piece Count - 2.0 Correct Ship Weight - 2.0

Weighted Heat Analysis - 3.0 Heat Specific Analysis - 3.0 Correct Banding - 4.A Legible Ingot/Bundle ID - 4.B Mold Release Agent

Dross (Skimming) - 4.D Gravel - 4.D Double Pour -4.F Closed Container - 4.G Other Reject - 4.H

Check Analysis Program - 6.0 ASTM Samples - 5.A Sample Marking Legible - 5.B Samples Match Paperwork - 5.3C Number of Burns on Sample - 5.D

Sample Depth of Cut - 5.E Samples OES Surface Finish - 5.F OES Sample Solidification - 5.G Sample Shape - 5.H Dross in Sample - 5.I

Other Sample Issue -5.J

http://www.loganrawmaterials.com

