
A BILL OF LADING DATA

B VISUAL CONTAMINATION AND DEFECTS

C CHEMICAL ANALYSIS SHEET

D CONCESSION METAL/NCP

E1 SOW QUALITY AND MARKING

F SAMPLE PREPARATION, QUALITY AND T

G NON-CONFORMING PRODUCT/REJECT

H RECEIVING SAMPLE BUTTON VERIFICA

I REQUIRED ELEMENTS LISTED ON COA 

Quarter End Meltables Producer Rating - Jan-Mar 2006
Material Type: 40

Possible Points
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P006 10.0 10.0 10.0 10.0 10.0 0.0 10.0 10.0 10.0 80.01
P256 7.0 10.0 5.0 10.0 6.5 20.0 10.0 9.5 10.0 88.020
P398 6.4 9.8 4.0 9.5 10.0 19.3 9.8 9.9 10.0 88.8107
P012 4.3 10.0 5.9 9.8 9.4 20.0 10.0 9.9 10.0 89.182
P000 5.4 10.0 5.8 10.0 8.8 19.2 10.0 10.0 10.0 89.224
P111 5.0 10.0 10.0 10.0 5.0 20.0 10.0 10.0 10.0 90.02
P458 0.0 10.0 10.0 10.0 10.0 20.0 10.0 10.0 10.0 90.01
P531 4.8 10.0 9.0 9.0 8.4 20.0 9.7 10.0 10.0 91.031
P100 6.8 10.0 10.0 9.6 9.5 19.9 10.0 9.5 10.0 95.3304
P277 8.6 10.0 10.0 9.3 7.9 20.0 10.0 10.0 10.0 95.714
P135 9.8 10.0 10.0 9.6 9.3 20.0 9.9 8.5 10.0 97.1101
P013 8.7 10.0 9.9 9.7 9.2 19.9 9.9 10.0 10.0 97.3145
P260 9.3 10.0 9.9 9.8 9.1 20.0 10.0 9.5 10.0 97.5282
P707 9.4 10.0 9.8 9.8 10.0 19.2 9.4 10.0 10.0 97.753
P027 9.5 10.0 9.9 9.9 9.4 20.0 10.0 9.9 9.9 98.5100
P149 10.0 10.0 10.0 10.0 9.9 19.9 10.0 10.0 10.0 99.7273
P633 10.0 10.0 10.0 10.0 10.0 20.0 10.0 10.0 10.0 100.01
P706 10.0 10.0 10.0 10.0 10.0 20.0 10.0 10.0 10.0 100.02
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