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Quarter End Meltables Producer Rating - Oct-Dec 2007
Material Type: 40

Possible Points
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P001 10.0 10.0 10.0 0.0 10.0 20.0 10.0 10.0 0.0 80.01
P135 10.0 8.0 10.0 8.8 7.7 19.5 10.0 8.2 0.1 82.374
P555 10.0 5.0 10.0 5.0 5.0 20.0 10.0 10.0 10.0 85.02
P149 10.0 9.9 10.0 8.0 9.9 20.0 10.0 9.9 0.0 87.6291
P013 6.5 8.8 10.0 5.7 8.4 20.0 10.0 10.0 10.0 89.489
P000 10.0 10.0 9.0 10.0 9.0 20.0 10.0 9.0 7.0 94.010
P100 10.0 9.9 10.0 7.3 9.5 19.9 10.0 9.2 9.4 95.1295
P398 10.0 9.7 9.5 7.9 9.9 20.0 10.0 9.7 8.7 95.5102
P260 10.0 9.8 10.0 8.0 9.9 20.0 10.0 9.5 8.3 95.5331
P012 10.0 10.0 10.0 9.1 10.0 20.0 10.0 10.0 7.3 96.411
P256 9.1 10.0 10.0 7.7 10.0 20.0 10.0 9.5 10.0 96.422
P707 10.0 10.0 10.0 10.0 10.0 20.0 10.0 10.0 10.0 100.029
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