
A BILL OF LADING DATA

B VISUAL CONTAMINATION AND DEFECTS

C CHEMICAL ANALYSIS SHEET

D CONCESSION METAL/NCP

E1 SOW QUALITY AND MARKING

F SAMPLE PREPARATION, QUALITY AND 

G NON-CONFORMING PRODUCT/REJECT

H RECEIVING SAMPLE BUTTON 

I REQUIRED ELEMENTS LISTED ON COA 

Vendor 
Code

Numbr 
Recvrs A B C D E1 F G H I

10

Quarter End Meltables Vendor Rating - Jul-Sep 2007

10 10 10 10 20 10 10 10Possible Points

Total 
Score

100.0

Categories

769        29 10.0 10.0 10.0 9.7 10.0 20.0 10.0 10.0 10.0 99.7
97         25 9.6 9.6 10.0 7.6 10.0 20.0 10.0 8.8 2.8 88.4
460        97 9.9 9.2 10.0 7.6 9.8 19.8 10.0 9.4 1.3 87.0
120        113 9.9 9.1 9.9 6.9 9.1 20.0 10.0 9.8 1.7 86.5
95         11 10.0 10.0 10.0 8.2 10.0 20.0 10.0 8.2 0.0 86.4
813        94 9.7 9.5 10.0 6.0 9.1 20.0 10.0 10.0 1.6 85.9
83         424 9.9 9.1 10.0 7.6 9.3 19.8 10.0 8.0 2.1 85.8
258        30 10.0 9.0 10.0 7.3 9.0 20.0 10.0 10.0 0.0 85.3
253        237 9.9 8.6 10.0 7.6 8.9 19.3 10.0 9.9 1.1 85.2
448        4 7.5 7.5 10.0 2.5 5.0 20.0 10.0 10.0 10.0 82.5
158        78 9.7 7.1 10.0 6.0 8.7 18.7 10.0 9.7 1.8 81.8
89         20 4.0 9.5 10.0 1.0 9.0 20.0 10.0 9.0 5.5 78.0
546        3 10.0 6.7 10.0 3.3 3.3 20.0 6.7 10.0 6.7 76.7
712        3 10.0 10.0 10.0 0.0 3.3 20.0 10.0 6.7 0.0 70.0
490        4 0.0 10.0 5.0 0.0 10.0 20.0 10.0 10.0 2.5 67.5

10/18/2007 12:00 PM

Material Type: 40


